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The core of indenopyridine is present in group 4-azafluronone 
alkaloids, which is shown with its simplest member, Onikinine. 
Many of the derivatives of indenopyridine have exhibited 
bonding activities with the Adenosine A2a receptor and inhibited 
phosphodiesterase in the treatment of neurological disorders 
and inflammatory diseases. They also act as antagonists to 
calcium and herbicides. In this way, these compounds are known 
to be chemical and biological heterocycles. As a result, the 
convenient synthesis of these molecules has attracted the 
attention of the organic synthesis community. In this study, we 
presented the synthesis of indopyridine with the use of nano-
CeO2/ZnO as a heterogeneous and recyclable catalyst with high 
efficiency under reflux conditions.  
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Introduction 

The indenopyridine nucleus is present in the 

4-azafluorenone group of alkaloids. 4-

Azafluorenones (5H-Indeno [1,2-b]pyridin-5-

ones) are naturally occurring alkaloids 

isolated from the root of the 

plant Polyalthiadebilis (Pierre) belonging to 

the family of Annonaceae. As the core 

structural unit in a wide range of natural 

products, azafluorenone has recently inspired 

much research [1]. These substances are 

effective inhibitors of spermatogenesis in 

animals and also show antifungal activity. 

Hydrogenated indenopyridines have 

potential antidepressant activity. A series of 

derivatives of 4- (2-amino-3-cyano-5-exo-4H-

indeno [1,2-b] pyridine benzene sulfonamide 

have been synthesized and their anti-cancer 

activity against breast cancer cell line in vitro 

has been investigated (MCF7). Thus, these 

compounds are known as heterocycles of 

great chemical and biological importance. 

Considering the importance of heterocyclic 

compounds, numerous methods have been 

developed for the synthesis of indeno [1,2b] 

pyridines[2]. According to available reports, 

Indeno [1,2-b] pyridine has topoisomerase 

inhibitory activity and anti-proliferative 

activity in human colon cancer cells (HCT15), 

breast (T47D), prostate cancer (DU145), and 

cervical cancer (HeLa)[3-6]. Despite 

numerous rational strategies for cancer 

treatment, chemotherapy using derivatives of 

indeno [1,2-b] pyridine remains one of the 

most well-known and common methods to 

treat cancer. Several compounds-containing 

the skeleton of indenopyridine have exhibited 

significant biological activities, including anti-

cancer, anti-inflammatory, anti-depression, 

and coronary vasodilator activities [7]. 

In our effort to develop new catalytic 

systems, in this study, we presented a 

suitable and efficient protocol for the 

preparation of indeno[1,2-b]pyridinethrough 

the reaction of aldehydes, 1,3-indandione, 

ammonium acetate and acetophenone in the 
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presence of a catalytic amount of Nano-CeO2- ZnO in DMF as a solvent (Scheme1). 

 

SCHEME 1 Synthesis of indeno [1,2-b] pyridine derivatives 

Experimental 

Material and methods  

Chemicals were supplied from Merck 

(Darmstadt, Germany) and Sigma-Aldrich 

chemical Co. All products were characterized 

by spectra and physical data. 

Characterizations were carried out using the 

Melting points )Electrothermal 9100(, 1H-

NMR )Bruker 500 MHz(, TEM (HRTEM, TF 20 

Tecnai G2 200 kV FEI), Fourier transform 

infrared (model Nexus-870, Nicolet 

Instrument), Thin layer chromatography 

(TLC) on commercial aluminum-backed 

plates of silica gel. 

Preparation of catalyst nano-CeO2/ZnO 

Zinc oxide nanostructures were prepared by 

magnetic stirring method. A mixture of CeCl2 

(1.04 g), ZnCl2 (4.09 g) and distilled water 

(300 mL) was stirred at room temperature. A 

drop of ammonia (NH4OH) was added to 

bring the pH of the mixture to 10.15 and 

stirred at 80 °C for 6 hours. The resulting 

white precipitate was washed and dried 

several times at room temperature with 

water and ethanol and calcined at 400 °C for 

5 hours [8]. 

 

FIGURE 1 TEM image of nano CeO2/ZnO 

Typical procedure for preparation of indeno 

[1,2-b] pyridine derivatives 

Amixture of 1, 3 Indandione (1 mmol), 

aldehyde (1 mmol),acetophenone (1 mmol), 

ammonium acetate (2, 50 mmol) and nano 

CeO2/ZnO(0.05 g) and 5 mL of DMF were 

refluxed. After completion of the reaction, the 

solvent was evaporated. 10 mL of water and 

12 mL of ethyl acetate was added to the 

mixture and the upper phase was poured into 

the beaker using a separating funnel, and 1 g 

of sodium sulfate is added to dehydrate the 

solvent. The mixture was stirred with a 

magnetic stirrer for 5 minutes and then 

filtered; the solvent was evaporated and the 

product was recrystallized in ethanol.  

5f. IR (KBr) (νmax, cm−1): 3074, 1653, 1626. 1H 

NMR (DMSO-d6, 400 MHz, ppm): 8.37–8.25 

(m, 2H),8.05–7.98 (m, 1H), 7.95–7.84 (m, 2H), 
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7.68–7.61 (m, 1H), 7.59–7.50 (m, 3H), 7.39–

7.23 (m, 2H), 6.73–6.85 (m, 2H), 3.89 (s, 3H, 

OCH3). MS (EI, 70 ev): m=z 363. 

5i. IR (KBr) (νmax, cm−1): 3421, 3063, 2922, 

1710, 1602. 1H NMR (DMSO-d6, 400 MHz, 

ppm): d 9.19 (s, 1H), 8.50–8.36 (m, 2H),7.98–

7.98 (m, 1H), 7.81–7.73 (m, 2H), 7.67–7.62 

(m, 1H), 7.56–7.51 (m, 3H), 7.38–7.29 (m, 

2H), 6.78–6.88 (m, 2H). MS (EI, 70 ev): m=z 

349. 

 

TABLE 1 Preparation of indeno [1,2-b]pyridine derivatives 

Entry Aldehyde product 
Time 

(h) 
Yield 
(%) 

Experimenta
l Melting 

Point 

Theory 
Melting 
Point[9] 

1 

 
 

5a 

3 94 234-236 234-235 

2 

 
  

5b 

3 96 237-238 236-237 

3 

 
 

5c 

3 96 260-261 258-260 

4 

 
 

5d 

3 95 267-269 266-268 

5 

 
  

5e 

3 93 225-227 224-226 
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6 

 
 

 
5 

3 96 197-198 195-197 

7 

 
  

5g 

3 96 258-259 258-260 

8 

 
  

5h 

3 97 236-238 235-237 

9 

 
 

 
5i 

3 92 199-200 197-199 

 
Results and discussion 

Multicomponent reactions have drawn much 

attention as a tool for the synthesis of useful 

and widespread compounds, including 

medications. In this respect, the multi-

component method is very interesting due to 

the fact that the products are formed in a 

single step, and an increase in their diversity 

is easily possible by changing the reaction 

components. Chemoselective synthesis, 

regioselective synthesis, or stereoselective 

synthesis high-value chemicals and parallel 

synthesis to produce a set of small molecules 

will contribute to the growth of solvent-free 

multicomponent reactions in the near future. 

It is evident from the growing number of 

publications in this field that the possibility of 

using multi-component technology allows 

reaction conditions to be always accessible, 

which is of great importance for organic 

synthesis. Thus, diversity-oriented synthesis 

is rapidly becoming one of the patterns in the 

modern drug discovery process. This has led 

to the growth of research in the field of 

chemical analysis and, consequently, rapid 

aggregation of not only molecular diversity 

but also molecular complexity. As a result, 

multicomponent reactions, are experiencing 

an enormous boom. In recent years, the 

discovery of catalysis with small organic 

molecules called organic catalysts has been a 

significant scientific breakthrough that has 

many advantages, including less energy 

required for activation, high stability, a metal-

free environment, reduced toxicity, and mild 

reaction conditions. Organic catalysis 

strategies have been highly taken into 

account because of their application in 

organic synthesis due to their ability to 

facilitate chemical transformations with a 

stoichiometric amount of an organic 
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compound [10]. Multicomponent reactions 

(MCRs) are highly valuable processes in 

organic and pharmaceutical chemistry 

because of their high atomic efficiency and 

applications in combinatorial chemistry. 

Heterocycles are important scaffolds and 

make up the pharmacists of many successful 

drugs. Recently, poly-aryl pyridine 

derivatives have attracted much attention 

since they are present in a wide range of 

drugs such as antimalarial drugs, 

vasodilators, anesthetics, anticonvulsants, as 

well as in agricultural chemicals such as 

fungicides, pesticides, and herbicides [11].  

Due to their characteristics, such as 

surface-active sites, high stability, and 

specific surface area, nanocatalysts have 

attracted much attention. These properties 

exhibit excellent catalytic performance, such 

as high and selective activity required in 

industrial production [12]. 

The most important achievement of 

nanotechnology in catalyst science is the 

unification of the size and distribution of 

active catalytic pores. This is because if we 

can have the same distribution of size and 

properties of active centers, we will not face 

different reactions. This means that we will 

not have by-products, and we will not have to 

spend a lot of money on separation. 

Moreover, environmental pollution will be 

reduced without byproducts. Nanocatalysts 

accelerate the reaction speed compared with 

catalysts, and the efficiency of the products is 

higher than other catalysts [13]. 

Comparison of catalyst efficiency in the 
synthesis of indeno [1,2-b] pyridine 

Initially, the reaction between 1,3Indandione, 

benzaldehyde, acetophenone and ammonium 

acetate was examined for the synthesis of 

indeno [1,2-b] pyridine as a model. The 

results gained from this study were 

compared with the results of the articles 

reported in Table 2. As shown in Table 2, the 

best efficiency is achieved in the shortest time 

by zinc oxide catalyst. 

 

TABLE 2 Comparison of catalysts for the synthesis of 5a  

Yield(%) Time(h) Catalyst Entry 

85 3.5 3É/#Ì 1 

85 4 .Á(3/Ⱦ3É/ 2 

88 5 ( .Á07 /  3 

88 3 2Õ#Ì 4 

94 3 Nano-CeO2/ZnO 5 

 
Optimization of the amount of catalyst in the 
synthesis of indeno [1,2-b] pyridine 

In order to determine the appropriate 

amount of catalyst, the synthesis reaction of 

5a was intended as the model reaction, and 

different values of catalyst were evaluated. 

The catalyst has a low reaction efficiency in 

small amounts, and the amount of efficiency 

is constant and cost-effective by increasing it 

and less amount with better efficiency was 

selected (Table 3). 

TABLE 3 Comparison of amount of catalysts for the synthesis of 5a  

Entry Amount of catalysts(g) Yield (%)a 

1 0.02g 66 
2 0.03g 80 
3 0.05g 94 
4 0.08g 94 
5 0.1g 94 
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Optimization of the temperature in the 
synthesis of indeno [1,2-b] pyridine 

To reach the appropriate temperature 

conditions, the model reaction was 

performed at different temperatures and 

reflux. As indicated, the highest efficiency was 

observed in reflux conditions (Table 4). 

 

TABLE 4 Comparison of various temperature for the synthesis of 5a  

Yield(%) Temperature (°C) Time(h) Entry 

66 25 3 1 

75 50 3 2 

94 reflux 3 3 

 
Optimization of the solvent in the synthesis of 
indeno [1,2-b] pyridine 

For optimizing the solvent, the model 

reaction was performed in water, ethanol and 

DMF, acetonitrile and chloroform, where the 

DMF had the best efficiency under reflux 

conditions (Table 5). 

 

TABLE 5 Synthesis of 5a in the presence of different solvents using nano-ZnO/CeO2 as a catalyst 

Entry Solvent Yield (%)a 

1 THF 68 
2 C2H5OH 91 
3 CH3CN 85 
4 CHCl3 71 
5 water 91 
6 DMF 94 
7 Solvent-free 90 

 

The catalyst is stable in solvents and the 

reaction time is 3 hours and no change in 

efficiencies is achieved with increasing time. 

Reusability of ZnO/CeO2 catalyst  

After completion of the model reaction, 10 

mL of ethyl acetate was added to the contents 

on filter paper containing catalyst. The 

mixture was stirred using a magnetic stirrer 

at room temperature for 5 minutes. The 

reaction mixture was smoothed. Because the 

catalyst is insoluble in ethyl acetate, it 

remained on the filter. Then, in order to reuse 

the catalyst, the substances on the filter were 

washed several times with acetone. After 

drying, the reaction with it was repeated to 

evaluate the potency of the catalyst (Table 6). 

TABLE 6 Reuse of the nanoZnO/CeO2for the synthesis of 5a 

Yield(%)a Run Entry 

94 First 1 

92 Second 2 

90 Third 3 

88 Fourth 4 

85 Fifth 5 
 

The proposed mechanism for the 

synthesis of indeno [1,2-b] pyridine 

derivatives in the presence of nano 

CeO2/ZnOnanocatalyst is as follows (Scheme 

2): 

The catalyst acts as Lewis acid and 

activates the carbonyl group in the aldehyde. 

Then Indandion 1 and 3 attack it as a 

nucleophile and after removing the water, 

intermediate 6 is obtained. Acetophenone 

also reacts with ammonium acetate and after 
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tautomerization, intermediate 8 is obtained. 

Compounds 6 and 8 react and after removing 

the water and oxidizing, the desired product 

is obtained.  

 

SCHEME 2 Mechanism for the synthesis of indeno [1,2-b] pyridine derivatives 

Conclusion 

As the core structural unit in a wide range of 

natural products, many indenopyridine 

derivatives have recently attracted much 

research. These substances are effective 

inhibitors of spermatogenesis in animals and 

also show antifungal activity. Hydrogenated 

indenopyridines have potential 

antidepressant activity. A series of their 

derivatives have anti-cancer activity. Thus, 

these compounds are known as heterocycles 

of great chemical and biological importance. 

Several compounds-containing the skeleton 

of indenopyridine exhibited important 

biological activity, including anti-

inflammatory activity and coronary 
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vasodilator. There are more reports in this 

respect. 

Among the advantages of this method are as 

follows: 

1-Because the catalyst exploited is a solid 

nanocatalyst, so it is a suitable method in 

chemistry. 

2-Reaction quotient is high. 

3-Products are easily purified by 

crystallization in N-N dimethylformamide 

(DMF) solvent 

4-Separation of products is carried out by 

smoothing with filter paper, and the 

percentage of loss of products during the 

purification process is very minimal. 

5-Reaction is a single-stage four-component 

condensation, so no intermediate isolation is 

needed, thus saving time, cost, and energy. 

Orcid: 
Bita Baghernejad:  
https://www.orcid.org/0000-0002-1733-0829 

References 

[1]  J. Zhu, H. Bienayme, Multicomponent 

Reactions, Wiley-VCH: Weinheim, 2005. 
[crossref], [Google Scholar], [Publisher]  
[2]  L. Rong, H. Han, H. Jiang, Sh. Tu, J. 

Het. Chem., 2009, 46, 465-468. [crossref], 
[Google Scholar], [Publisher]  
[3] T.M. Kadayat, Ch. Park, K.Y. Jun, T.B. 

Magar, G. Bist, H.Y. Yoo, Y. Kwon, E.A. 

Lee, Bioorg. Med. Chem., 2015, 23, 160-

173. [crossref], [Google Scholar], [Publisher]  
[4] D.D. Nekrasov, Russ. J. Org. Chem., 

2004, 40, 1387-1402. [crossref], [Google 
Scholar], [Publisher]   
[5] T.M. Kadayat, Ch. Song, Y. Kwon, E. 

Lee, Bioorg. Chem., 2015, 62, 30-40. 
[crossref], [Google Scholar], [Publisher]   

[6] M. DuPriest, Ch. L. Schmidt, D. 

Kuzmich, S.B. Williams, J. Org. Chem., 

1986, 51, 2021-2023. [crossref], [Google 
Scholar]  
[7] R. Kunstmann, U. Lerch, H. Gerhards, 

m. Leven, U. Schacht, J. Med. Chem., 1984, 

27, 432-439. [crossref], [Google Scholar] 
[8] Y. He, X. Yu, T. Li, L. Yan, B. Yang, 

Powder. Technology, 2006, 166, 72ï76. 
[crossref], [Google Scholar], [Publisher]   
[9] P.K. Tapaswi, C. Mukhopadhyay, 

Arkivoc, 2011, 12, 287-298. [crossref], 
[Google Scholar], [Publisher]    
[10] S. Samai, N. Ganesh Chandra, K. 

Kumar, M.S. Singh, Tetrahedron Letters, 

2009, 50, 7096-7098. [crossref], [Google 
Scholar], [Publisher]    
[11] H. Alinezhad, S. Tavakkoli, S. 

Mohseni, P. Biparv, Chin. J. Catal., 2014, 

35, 560-564. [crossref], [Google Scholar], 
[Publisher]    
[12] G.A. Apostolescu, C. Cernatescu, C. 

Cobzaru,  R.E. Tataru-Farmus, N. 

Apostolescu, Environmen. Eng. Manag. J., 

2015, 14, 415-420. [Pdf], [Google Scholar], 
[Publisher]    
[13] Q. Xie, Y. Zhao, H. Guo, A. Lu, X. 

Zhang, L. Wang, M.S. Chen, D. Peng, Appl. 

Mater. Interfaces, 2014, 6, 421ī428. 
[crossref], [Google Scholar], [Publisher]   
 
 
How to cite this article: Bita Baghernejad*, 

Leila Nazari. Synthesis of indeno [1,2-b] 

pyridine derivatives in the precense of Nano 

CeO2/ZnO. Eurasian Chemical 

Communications, 2021, 3(5), 319-326. Link: 

http://www.echemcom.com/article_129975.

html 

 

 

Copyright © 2021 by SPC (Sami Publishing Company)+ is an open access article distributed 

under the Creative Commons Attribution License, which permits unrestricted use, 

distribution, and reproduction in any medium, provided the original work is properly cited. 

https://www.orcid.org/0000-0002-1733-0829
https://doi.org/10.1002/3527605118
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Multicomponent+Reactions&btnG=
https://onlinelibrary.wiley.com/doi/book/10.1002/3527605118
https://doi.org/10.1002/jhet.112
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=An+efficient+synthesis+of+indeno%5B1%2C2%E2%80%90b%5Dpyridine+and+benzo%5Bh%5Dquinoline+derivatives+under+solvent%E2%80%90free+conditions+&btnG=
https://onlinelibrary.wiley.com/doi/10.1002/jhet.112
http://doi.org/10.1016/j.bmc.2014.11.010
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=+Design+and+synthesis+of+novel+2%2C4-diaryl-5H-indeno%5B1%2C2-b%5Dpyridine+derivatives%2C+and+their+evaluation+of+topoisomerase+inhibitory+activity+and+cytotoxicity+&btnG=
https://pubmed.ncbi.nlm.nih.gov/25481396/
https://doi.org/%2010.1007/s11178-005-0030-4
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Synthesis+and+chemical+transformations+of+mono-+and+disubstituted+cyanamides&btnG=
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Synthesis+and+chemical+transformations+of+mono-+and+disubstituted+cyanamides&btnG=
https://link.springer.com/article/10.1007/s11178-005-0030-4
https://doi.org/10.1016/j.bioorg.2015.07.002
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Modified+2%2C4-diaryl-5H-indeno%5B1%2C2-b%5Dpyridines+with+hydroxyl+and+chlorine+moiety%3A+Synthesis%2C+anticancer+activity%2C+and+structure%E2%80%93activity+relationship+study&btnG=
https://www.sciencedirect.com/science/article/abs/pii/S0045206815300067
https://doi.org/10.1021/jo00361a015
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=M.+DuPriest%2C+Ch.+L.+Schmidt%2C+D.+Kuzmich%2C+S.B.+Williams%2C+J.+Org.+Chem.+1986%2C+51%2C+2021-2023&btnG=
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=M.+DuPriest%2C+Ch.+L.+Schmidt%2C+D.+Kuzmich%2C+S.B.+Williams%2C+J.+Org.+Chem.+1986%2C+51%2C+2021-2023&btnG=
https://doi.org/10.1021/jm00370a004
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=R.+Kunstmann%2C+U.+Lerch%2C+H.+Gerhards%2C+m.+Leven%2C+U.+Schacht%2C+J.+Med.+Chem.%2C+1984%2C+27%2C+432-439&btnG=
https://doi.org/10.1016/j.powtec.2006.05.013
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Preparation+of+CeO2%2FZnO+nanostructured+microspheres+and+their+catalytic+properties&btnG=
https://www.sciencedirect.com/science/article/abs/pii/S0032591006001847
http://dx.doi.org/10.3998/ark.5550190.0012.a23
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Ceric+ammonium+nitrate+%28CAN%29+catalyzed+one-pot+synthesis+of+fully+substituted+new+indeno%5B1%2C2-b%5Dpyridines+at+room+temperature+through+multi-component+reaction&btnG=
https://quod.lib.umich.edu/a/ark/5550190.0012.a23/1
https://doi.org/10.1016/j.tetlet.2009.10.022
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Multicomponent+one-pot+solvent-free+synthesis+of+functionalized+unsymmetrical+dihydro-1H-indeno%5B1%2C2-b%5Dpyridines&btnG=
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Multicomponent+one-pot+solvent-free+synthesis+of+functionalized+unsymmetrical+dihydro-1H-indeno%5B1%2C2-b%5Dpyridines&btnG=
https://www.sciencedirect.com/science/article/abs/pii/S0040403909019571
https://doi.org/10.1016/S1872-2067(14)60034-6
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Cu-doped+ZnO+nanocrystalline+powder+catalyzed+one-pot+synthesis+of+fully+substituted+new+indeno%5B1%2C2-b%5Dpyridines+at+room+temperature+by+a+multi-component+reaction&btnG=
https://www.sciencedirect.com/science/article/abs/pii/S1872206714600346
http://www.eemj.icpm.tuiasi.ro/pdfs/vol14/no2/full/18_962_Apostolescu_14.pdf
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=STUDIES+ON+THE+PHOTOCATALYTIC+DEGRADATION++OF+ORGANIC+DYES+USING+CeO2+-+ZnO+MIXED+OXIDES+&btnG=
http://www.eemj.icpm.tuiasi.ro/pdfs/vol14/no2/full/18_962_Apostolescu_14.pdf
https://doi.org/10.1021/am404487b
https://scholar.google.com/scholar?hl=en&as_sdt=0%2C5&q=Facile+Preparation+of+Well-Dispersed+CeO2%E2%80%93ZnO+Composite+Hollow+Microspheres+with+Enhanced+Catalytic+Activity+for+CO+Oxidation&btnG=
https://figshare.com/collections/Facile_Preparation_of_Well_Dispersed_CeO_sub_2_sub_ZnO_Composite_Hollow_Microspheres_with_Enhanced_Catalytic_Activity_for_CO_Oxidation/2365027
http://www.echemcom.com/article_129975.html
http://www.echemcom.com/article_129975.html
http://www.samipubco.com/

